by John A. D’Annunzio

he design standards that are
Treferenced in bid documents

are important for proper roof
application. These acronyms, which are
strategically placed throughout the bid
documents, are more than simply “CYA”
phrases used by designers. The standards
are inserted to ensure that the installed roof
system meets the requirements of the roof-
ing industry, aswell aslocal and national
building codes and insurance require-
ments. When properly presented in the bid
documents, the standards can be avaluable
asset to the installing contractor.

The responsibility of deciphering the stan-
dards and determining how and where
they apply in the design documentsisthe
responsihility of the specifier. Simply pro-
viding a statement such as “comply with
the (standard)” isinadequate if it does not
provide the exact design standard require-
ments for the system. For instance, in the
case of Factory Mutual wind uplift re-

quirements, the specifier should
go beyond the statement “ apply
in accordance with FM 1-90”
and state the required attach-
ment method for the specified deck
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on theI]'.r own interpretation. This type of
practicé could lead to inaccurate bids
(each contractor’s interpretation will
different), job-site disputes, change
orders, confrontations between the speci-

and insulation components. Thiswould | fier and theicontractor and — in the end

include items such as providing the exact
amount of fastenersrequired per square
foot to comply with the standard. If this
information is not clearly identified by the
specifier, the contractor is forced to pro-
vide bids based on assumptions.

Deciphering the standards by the exact
name and/or number isalso acritical is-
sue. Most of the standards have several
different classifications. For example, the
statement “ compl ete the metal coping in
accordance with NRCA details’ is vague
and confusing due to the fact that there
are several variations of this type of
detail. The specifier should state the
exact standard or be prepared to allow
contractors to compl ete the detail based

— an unsatisfied building owner. The
specifier must,determine the standards
hat apply to the roof system, list themin
ear and concise language and — where
necessary — defipe the methods required
to r\eet the standar'ds during installation.

Although the responsibility of determin-
ing the'design standards for the roof

system i's placed on the Specifier, the
contractof, should have a Basic under-

(UL), and various details from
turers’ literature, NRCA or SMACNA.
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Although the responsibility of determining the design standards for the roof system is placed on the specifier,
the contractor should have a basic understanding of the standards and why and where they are required.

ASTM International

Founded in 1898, ASTM International is
anot-for-profit organization that provides
aglobal forum for the development

and publication of voluntary consensus
standards for materials, products, sys-
tems and services. More than 30,000
individuals from 100 nations are the
members of ASTM International.
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INTERNATIONAL
Standards Worldwide

They are producers, users, consumers
and representatives of government and
academia. In over 130 varied industry
areas, ASTM standards serve as the basis
for manufacturing, procurement and
regulatory activities. Formerly known
as the American Society for Testing and
Materials, ASTM International provides
standards that are accepted and used in
research and development, product test-
ing, quality systems, and commercial
transactions around the globe.
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In the roofing and waterproofing industry,
ASTM committees are composed of in-
dustry volunteers (predominantly material
manufacturers and producers) who outline
the test methods and standards for mate-
ria specifications. The ASTM standards
referred to in bidding documents are
specifically related to component materi-
as. Most roofing and waterproofing mate-
rials have minimum ASTM requirements
with which they must comply.

ASTM standards have reference numbers
for indication. All the standards in the
roofing and waterproofing division begin
with the letter D, followed by the standard
number and the year of origin of the
standard. Changes or modifications to the
standards are denoted with the year of
revision in parenthesis after the original
year. For example: D4-86 (1998) Standard
Test Method for Bitumen Content.

The ASTM standards are classified in
three categories. standard specifications,
standard test methods and standard prac-
tices. The standard specifications provide
the minimum specifications with which a
material must comply in order to meet the
standard. Some of the newer materials,
such as TPO* and SBS, do not have
ASTM standards at thistime. Since the
organization relies on volunteers and since
most of the participants are representatives

prominent standards

used in roof system
design are ASTM
International, Factory
Mutual, Underwriters
Laboratories, and
various details from
manufacturers' litera-
ture, NRCA or SMACNA.

of material manufacturers (who have a
vested interest in the requirements), devel-
opment or revision of the standards fol-
lows the same chain as alegidative bill
passing through Congress.

In bidding documents, it is the standard
specifications that should be referenced.
If the specifier erroneously submits a
standard test method in the materials sec-
tion of the bid documents, the contractor
should clarify that material testing is not
required. Test methods and practices may
be provided in the execution section of
the bidding documents if the specifier
requires quality assurance testing. Typi-
cally, test methods are used in forensics
evaluations of applied materials. It isthe
responsibility of the specifier to verify
that designed materials meet or exceed
the ASTM standard’s specifications.

Factory Mutual Requirements

The Factory Mutual Engineering Corp.
has published “L oss Prevention Data for
the Roofing Contractor,” which provides
guidelinesfor installation of roof systems
to prevent substantial damage from severe
weather. The established testing and
standards were developed from millions
of dollars paid in insurance claims from
roof damages that occurred due to the
elements. As an insurance company,

FM Global holds avested interest in
decreasing these types of failures.

In addition to the design standards, FM
also conducts testing to approve materials
and systems. The materials and systems
aretested (for afee) to meet wind-uplift
and fire standards. The membranes are
typically tested in system configurations
over different deck types and by using dif-
ferent insulations. FM charges a separate
feefor al tests and each system configu-
ration must pass on its own for individual
certification.

The specifier must determine
that the proposed sys-
tem has passed
FM in the exact
configuration as the
specification. The
approvals are based on
systems, not separate components. FM
design standards and testing procedures
have been adapted as acceptable in the
roofing industry.

Most of the materials and systems require
FM approval prior to market entry.
However, not al of the roof systemson
the market today have FM approval. For
instance, loose-laid-ballasted single-ply
systems are not FM-approved, but these
systems are frequently installed.

Prior to design, the specifier should
indicate whether the building owner is
insured by FM Global. Companies that
areinsured by FM must comply with

the design standards set forth in the
“Loss Prevention” guidelines using FM-
approved roof systems. FM periodicaly
inspects insured facilities to ensure com-
pliance to the standards and often reviews
design documents for compliance on new
and remedial construction projects.

Although FM provides loss prevention
standards for fire, hail and roof loads, the
organization is most recognized for wind-
uplift testing. The total roof system must
be designed to comply with the standards
at insulation and membrane attachment
and at all perimeter flashings.

Clarifications

There are two common misconceptions
associated with the FM wind-uplift
classifications. The first involves the
number 1: The classification denotation
isthe numeral “1,” not the letter “1” asit
isfrequently referred to. Therefore, the
correct pronunciation is FM Class 1-60
not FM 1-60.

The second misconception is what the
uplift classes actually mean. The common
misconception isthat Class 1-60 can
withstand 60-mile an hour wind speeds.
Thisisincorrect. The determination is
actually based on pounds per square
foot of pressure that the system
can withstand. Thisis deter-

process, the complete roof system —

APPROVED including the deck — is secured to the

frame of the wind-uplift test apparatus.
During the test procedure, compressed
air issowly introduced below
the deck in increments of
15 psf. If the sample
maintains 60 psf for one
minute without damage, it
isclassified as Class 1-60.
The same procedure applies

for Class 1-90, which must ®
maintain 90 psf for one minute

and Class 1-120, which must

maintain 120 psf for one minute.
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The procedure to determine wind-uplift
classifications on specific buildings during
the design phase is based on acdculation
that takes into account the basic wind
speed in the geographical area, ground
surrounding the building, and the roof-
uplift pressure at the field of the roof. The
building’s height and perimeter construc-
tion isalso considered. It isthe responsi-
bility of the specifier to complete these
calculations and to determine the proper
wind-uplift classification for the building.

As Per Manufacturers Literature,
NRCA, SMACNA, ANSI, etc.

Compliance to manufacturers require-
ments isimportant particularly because of

mined during testing procedures. In this
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the fact that the manufacturer will be
required to provide awarranty for the
project. However, it isthe specifier's
responsibility to determine the design
issues that best meet the requirements of
the building. After dl, the specifier has, in
theory, actually investigated the building
and is aware of the as-built conditions that
may not be covered in manufacturer’s
literature or generic details. The generic
details may not adequately illustrate
actual field conditions. Furthermore,
simply copying a detail from abook does
not constitute true design.

Manufacturer’s literature, NRCA details
and all other industry organizations can
serve as guidelines for design and the
specifier should be aware of the require-
ments established by these organizations.
However, the design should be completed
to best meet the requirements of the build-
ing — even if they are more stringent than
industry requirements.

In conclusion, design stan-
dards are important for
proper roof application.

It isthe responsibility of

the specifier to determine
the exact standards that are
required for each building and
to properly define the require-
ments of the standards so that
the contractor can comply during
installation. The contractor should also
have a broad knowledge of the standards.
If properly designed and followed
during installation, the standards can
help ensure a successful roof project,
with few problemsin the future to help
the contractor’s bottom line. A

John A. D’Annunzio is president of
Paragon Roofing Technology Inc.,
Shelby Township, Michigan.

This article was first published in the April 2003 issue of
Roofing Contractor magazine and has been
reprinted with permission and our gratitude.
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Since this article was first published, ASTM International
has published a standard for TPO roofing membrane —
D-6878-03.
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